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1. Introduction

Optical systems may contain a series of various dis-
persive optical elements such as mirrors, polarizers,
a beam splitter, and lenses. A short pulse propagat-
ing through such dispersive optical elements can be
distorted, because different spectral components of
this pulse accumulate different phases [1].

An important characteristic of a dispersive optical
element is group delay (GD) of an optical element,
which is defined as the derivative of the spectral
phase with respect to the light frequency o with a
minus sign. Group delay dispersion (GDD) is the de-
rivative of GD with respect to w. In order to properly
compensate the phase distortion of an optical pulse,
special multilayer coatings can be used [2]. These
coatings, called dispersive (or chirped) mirrors,
provide high reflection and specific GD and GDD
wavelength dependencies in required spectral
ranges [3-8]. Modern laser techniques, including
femtosecond laser oscillators [6] and external
enhancement cavities [8], require a few fs? accuracy
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of GDD determination that is not achievable with the
existing approaches.

For decades a number of dispersion measurement
devices, including white-light interferometers
(WLIs) were reported [9-12]. WLIs are a powerful
tool for measuring the GD wavelength dependence
of optical elements in a broad spectral range
[9,10]. Usually the WLI is a Michelson-type interfe-
rometer with a broadband light source [9-11,13,14].
A typical measurement scheme is as follows. An op-
tical element under investigation is placed in the
sample arm of the interferometer while the reference
arm contains a reference sample with known disper-
sion. In the course of the measurement process, the
reference sample is moved by a motor, and the length
of the reference arm is varied. When the reference
sample is moved, a spectral intensity distribution
(spectral scan) at each motor step position is
monitored and recorded. When all scans are
recorded, the intensity values can be arranged by
the wavelength. A temporal intensity distribution
corresponding to a certain wavelength is called an in-
terferogram. GD at each wavelength can be obtained
as an instant corresponding to a center position of
the interferogram [9,10]. An obvious advantage of
this measurement scheme is that it enables one to
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obtain GD simultaneously for all wavelength values
generated by a white-light source.

Intensity values in measured interferograms are
affected by a noise of the light source and by a noise
of the detector. Evidently, determination of center
positions from noisy interferograms is not a straight-
forward task. The problem of extracting GD from
interferometric measurements has been considered
in several works [9-11,13,14]. The most widely used
approach is the Fourier transform technique
[11,13,14]. Results provided by the Fourier transform
technique are, however, strongly dependent on the
noise in interferometric data. In the case of non-
uniform motion of a stepper motor, the Fourier trans-
form technique may fail entirely. Correct processing
of data requires the application of preliminary
smoothing procedures, which significantly decreases
wavelength resolution of obtained GD and GDD
wavelength dependencies (see Section 5).

In this paper we present a recently developed
version of WLI, providing interferometric data and
a new algorithm that allows us to perform accurate
evaluation of the GD and GDD of dispersive mirrors.
In Section 2 we describe in detail our interferometer
and the interferometric data that can be obtained
using this device. In Section 3 we propose a new mod-
el for the interferogram description and present a
new algorithm for interferometric data processing.
The model and algorithm are aimed at overcoming
the instability of interferometric data processing in
the case of noisy measurement data. A special part
of the algorithm allows us to solve problems caused
by nonuniformity of a stepper motor motion. As a re-
sult the new algorithm enables us to evaluate the GD
and GDD with high accuracy in the spectral range
from 600 to 1100 nm. This range is determined not
by the algorithm itself, but by hardware components:
light sources, detectors, and beam splitter (see
Section 2). In Section 3 we also verify the proposed
algorithm using computationally simulated inter-
ferometric data and estimate an accuracy of GD
and GDD evaluation that can be achieved by this
algorithm. In Section 4 we apply the new algorithm
to processing simulated experimental data. An
example of processing of real experimental data is
described in Section 5, where we also compare ob-
tained results with the results based on the Fourier
transform technique. This comparison clearly illus-
trates a high wavelength resolution of the developed
method.

2. Experimental Setup and Initial Interferometric Data

A schematic of our WLI is presented in Fig. 1. The
wavelength grid consists of 1340 spectral points. A
fiber-transmitted white light is passed into the inter-
ferometer. The incoming collimated beam is divided
by a beam splitter cube into two interferometer arms:
sample and reference. The reference arm is moved
by a stepper motor that drives a precision linear
translation stage.
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Fig. 1. Schematic of the WLI. BS, beam splitter; Ag, silver mirror;
M, dispersive mirror under investigation.

Our motor makes 25 steps per second with a step
size of 20-30 nm. A total scanning time is approxi-
mately 8 min. During this time interval, we collect
12,000 spectral scans. The exposure time of the
CCD camera is less than the interval between adja-
cent motor steps. All elements of our WLI are placed
on a high-quality optical table, reducing vibrations to
an acceptable level.

A dispersive mirror is inserted into the sample
arm. The beam in the reference arm is reflected back
by a silver mirror. A silver mirror was chosen because
it has a high reflectivity and negligible dispersion
over visible and near infrared spectral ranges. For
measurements in the UV range, aluminum mirrors
instead of silver mirrors can be used. The beam in
the sample arm is reflected back by the dispersive
mirror. When two beams overlap, one observes the
interference fringe pattern of the spectrum. An
example of such fringe with removed background sig-
nal is shown in Fig. 2. A contrast of fringes depends
on the overlap of the sample and reference beams, on
the delay between two arms, and on the reflectivity
and wavefront distortion of a sample mirror. The
maximum contrast is achieved when two beams over-
lap completely. This is achieved by adjusting of the
end silver mirror in the sample arm.

The overlapped beams are passed by another fiber
to a grating spectrometer with CCD cameras. To cov-
er a wide wavelength range, we can use two CCD
cameras and two light sources. One CCD camera
works in the range of 200-1100 nm, while another
one covers the range from 900 to 2200 nm. The sec-
ond camera is cooled by liquid nitrogen. Two light
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Fig. 2. Typical spectral scan with removed background spectrum.

sources are a xenon lamp (200—800 nm) and a halo-
gen lamp (350-2200 nm).

A computer is used to store data from the spectrom-
eter. One spectral scan is taken at every step of the
motor that moves the silver mirror at the end of refer-
ence arm. As mentioned earlier, the stepper motor
makes 12,000 steps. The background spectral inten-
sity distribution, i.e., the intensity distribution with-
out interference fringes, is stored and subtracted from
all spectral scans. To obtain the background spectral
intensity distribution, one manually translates the
motorized stage until fringes disappear completely.

As a result of the described measurement process,
a two-dimensional array of data containing 1340 x
12,000 points is obtained and stored (for the spectral
region 600-1100 nm). Each row of this array contains
a spectral scan, and each column contains an inter-
ferogram. The level of errors in intensity values
caused by light-source noise and detector noise can
be estimated at 3%. Typical interferograms corre-
sponding to three different wavelengths values are
shown in Fig. 3 by black, light gray, and dark gray
curves. If there is no dispersive mirror in the sample
arm of the interferometer, then center positions of all
interferograms correspond to the same time instant.
If a dispersive mirror is placed into the sample arm,
then center positions of interferograms are shifted
because of the presence of a GD. This fact is demon-
strated in Fig. 3.

It worth mentioning the main reason for using
large arrays of experimental data in our method.
In principle, phase spectral dependence can be ob-
tained with the help of spectral interferometry using
a single spectral measurement. As an example,
Kumar and Rao [15] used the information provided
by a single spectral measurement for a precise de-
termination of the refractive index of dispersive
medium placed in one of the arms of a Michelson
interferometer. We, however, are interested not in
a spectral phase itself but in a spectral dependence

|nw :

Temporal intensity distribution

Time delay
Fig. 3. Interferograms corresponding to three different wave-
length values. Coordinates 71, 79, and 73 of the interferograms max-
ima are indicated by dashed lines. Relative shifts of these
coordinates are specified by GDs at respective wavelength values.

of GDD, which is a second derivative of the phase
with respect to frequency w.

To obtain GDD spectral dependence, having in
hand experimental phase data, one ought to perform
a numerical differentiation of this phase. It is known
from the mathematical theory of ill-posed problems
[16] that in the presence of experimental errors, nu-
merical differentiation is a highly unstable operation.
As a result, numerical differentiation may give en-
tirely wrong results even for GD spectral dependence.
Obtaining correct GDD spectral dependence requires
differentiating experimental phase data two times,
and this is a much more problematic operation.

To overcome problems connected with experi-
mental data processing, the mathematical theory
proposes to take into account more experimental in-
formation [16]. Using two-dimensional arrays of in-
terferometric data is a productive approach to an
accurate determination of GD spectral dependence.
This was demonstrated in Ref. [17], where spectrally
resolved white-light interferometry was used for
such a determination. In our approach, we use clas-
sical interferometer arrangement with a movable
mirror to obtain two-dimensional arrays of interfero-
metric data. As mentioned earlier, the total measure-
ment time is approximately 8 min, which is not too
much. With the power of modern personal compu-
ters, processing large arrays of experimental data
is not a problem from the point of view of computa-
tional time. The main problem is developing a math-
ematical algorithm for data processing that can
provide reliable GDD spectral dependence. This
issue is addressed in Section 3.

3. Model Interferograms and Algorithm for
Data Processing

A. Model Interferograms

As indicated in Section 2, each interferogram rep-
resents intensity values corresponding to one of
the wavelength values and 12,000 positions of the
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movable mirror in the reference arm. It is commonly
accepted to plot an interferogram versus a time axis
with the time calculated as a delay of the wave pack-
et propagating in the reference arm. We assign ¢ = 0
to the first position of the movable mirror. Other co-
ordinates on the time axis are calculated as follows:

5
._.

Atk,

1

Atk = 2A.S;€/C7 (1)

B
Il

where i is the respective number of the motor step
position, As; is the distance between positions of
the motor at the kth and (% + 1)th steps, At is the
time increment of wave propagation caused by
changing a motor position between the kth and the
(k 4+ 1)th steps, and c is light velocity in a vacuum.

Equation (1) reflects a real situation in which dis-
tances between adjacent motor positions are not all
the same. Our algorithm of interferogram data pro-
cessing requires knowing ¢; values with sufficient ac-
curacy. The algorithm for calculating ¢; is described
in Subsection 3.C.

Intensity values represented by interferograms
correspond to quasi-monochromatic wave packets
with a central wavelength specified by the used
CCD camera. To write down an interferogram model,
we assume that each wave packet has a rectangular
spectrum with a central wavelength 1 and a spectral
width AJ. In this case, in the absence of a sample
mirror, an interferogram is represented by the model
equation (see, for example, Ref. [18]):

It) = %Iy(t) cos wt,

where I is the intensity of the wave packet, c is the
light velocity, and y(¢) is the envelope function speci-
fied by

sin(Awt/2) 4r AL
"O="Rpjz + Ao~ pm-ap O

When a dispersive mirror is inserted in the sample
arm, Eq. (2) is modified due to a GD caused by a dis-
persive mirror and takes the form [18]

I(t) = %Iy(t—‘r(/l)) cos(wt + a(r)), Zﬂc.

Here (1) is a GD at a given wavelength 4, and a is an
additional phase term dependent on a GD. It will be
seen that this phase term is not essential for our
algorithm of data processing. For this reason, we
do not discuss it in more detail.

It is seen from Eq. (4) that, in the presence of a
dispersive mirror, a center position of an interfero-
gram corresponds to ¢ = 7(4). Our algorithm for cal-
culating a GD is based on this fact. It is discussed in
Subsection 3.B.
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B. Data Processing Algorithm

Consider an interferogram corresponding to a wave-
length 4. Denote I; intensity values corresponding to
time coordinates ¢;. Recall that each interferogram
has 12,000 such values forming an oscillating pat-
tern versus the time axis. Our algorithm employs
not all I; values, but only local minima I ,,;, ;, and local
maxima I,.; of an 1nterferog1'am pattern The
introduction of these local minima and maxima is
shown in Fig. 4.

Let N max and N, be total numbers of local max-
ima and minima of an interferogram. In our experi-
ments, typical values of these numbers are 350-400.
Local extrema of an interferogram form an envelope
of this interferogram. It is natural to assume that the
center position of the envelope at the wavelength 4
corresponds to GD z(4;).

In order to find a center position of an envelope, we
introduce a model envelope function I, (¢):

1 sin(Ao(t -17)/2) 4nA)

Teny(8) = QI Aw(t-1)/2 Ao = 22— A%
(5)

This model envelope function, I.,,(¢), is obtained
from Eq. (4) for the model interferogram I(¢) by omit-
ting the cosine term. For each wavelength 1;, the
envelope function is specified by three model param-
eters, I, A1, and 7, that may be different for different
wavelength values 4;. The introduction of two addi-
tional parameters along with GD 7 is connected with
the fact that the intensity and the spectral width of
the quasi-monochromatic wave packet are not known
and are dependent on wavelength /;.

We estimate the closeness between the model en-
velope function I, (¢) and measured intensity local
extrema I,y ;, and I, . by the discrepancy function
(DF):

Nmax
DF = Z (|Ienv(tmax,k)| - Imax,k)2
k=1
Nmin
+ Z(|Ienv(tmin,k)| + Imin,k)z- (6)
k=1
max,l Imax,Z
| * Ls . i )

Dt 1,11,

I min,l
Fig. 4. Introduction of local minima and local maxima of an
interferogram.



In Eq. (6), tmax s and ¢y, are coordinates of the local
intensity maxima and minima. These coordinates
are calculated at the preliminary data processing
step described here.

Our algorithm is based on the minimization of the
DF with respect to the three model parameters. For
each wavelength 4;, parameters providing the best
fit of measured local extrema are found. The found
value of the parameter r represents the GD at wave-
length 4;. A typical fitting of measured local extrema
by the model envelope function is shown in Fig. 5,
which corresponds to the wavelength of 932nm.
The found parameter values are I = 4540.5 a.u.,
Al =2.38nm, and 7 = 518.55fs.

Calculating parameter 7 for all interferograms, we
obtain the GD wavelength dependence z(/;) over the
whole set of wavelength values 4;,j = 1, ...,1340. Be-
cause of errors in experimental intensity values, de-
pendence 7(4;) also contains some errors, and a
straightforward numerical differentiation of depen-
dence 7(1) results in a set of noisy values that has
nothing in common with GDD(4). For this reason,
a special procedure for smoothing the found GD
wavelength dependence is required. In our algo-
rithm, we use a standard procedure based on the
approximation of the obtained z(1) dependence by
smoothing cubic splines [19]. As a result of such ap-
proximation, we obtain a smooth twice-differentiable
dependence 7(1). The corresponding GDD(4) is ob-
tained by differentiation of this function:

22 de(2)

GDD(1) = e (7)

" 2nc

C. Calculating Coordinates of the Time Axis

Unfortunately, steps of the motor in the reference
arm in the interferometer are not exactly the same.
For this reason, coordinates on the time axis
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Fig. 5. Typical fitting of local extrema of the measured inter-

ferogram (gray circles) by the model envelope function defined
by Eq. (5) (solid black curve).

corresponding to the motor step positions are not
evenly distributed and cannot be calculated based
on the averaged time increment Atf,,, which is
approximately 0.15 - 0.2fs. Our algorithm requires
knowing not an average time increment but actual
time increments, Atq, ..., Aty_1, between time coordi-
nates corresponding to all motor step positions (V is
the number of motor steps). Here we present a pro-
cedure for calculating these time increments with
sufficient accuracy.

Consider the interferogram I;, i =1,...,N, corre-
sponding to wavelength 1y. A typical fragment of this
interferogram is schematically shown in Fig. 6. Mea-
sured intensity values are marked by circles. We
assume that these values are close to the analytical
intensity I(¢) values presented by Eq. (4). On a small
segment of the time axis, this analytical intensity is a
trigonometric periodic function with the period T
equal to g /c. This periodic function is shown in Fig. 6
by a dotted curve. Points & and &, in Fig. 6 indicate
the boundaries of a semiperiod of I(¢).

We subdivide the time axis into time intervals cor-
responding to all semiperiods of I(¢). Let us denote K
as the total number of these semiperiods and p as a
current number of a semiperiod. We further assume
that, inside each semiperiod, all time increments are
equal. The time increment for the semiperiod p is
denoted as §,. Note that, for different semiperiods
d,, values may be different.

Consider a semiperiod with the number p. Let
I,9,....1,;,1 be intensity values corresponding to
time coordinates that lie inside the time interval
of this semiperiod (see Fig. 6). The intensity value
corresponding to the first time coordinate located
to the left of & is denoted as I, ;, and the intensity
value corresponding to the first time coordinate
located to the right of &, is denoted as I, .

The number of full time increments 6, inside the
time interval [£, £,] is equal to K — 3. There are also
two fractions of §, at the beginning and at the end of
this interval, 6, ; and §, 5 (see Fig. 6). Assuming lin-
ear I(t) dependencies between the first two and last
two points, we find that

T/2

3
4

»
_ 6-)--
=

04 O
o e e
P2 LS R R T A A P 2
i . 1 1 ] (] 1 ] 1 [ 4
XS
VK R S S Ry
e e
®

Fig. 6. Schematic illustrating the procedure of calculating time
increments.
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AT L,
5p,1 Ip 9 - I 5p72 Ip 5= I (8)

The time interval between the & and &, points can be
now expressed as

& =& =(K=-3)8, +6p1+0p2- 9)

On the other hand, &, -
derive from Eq. (9) that

£ is equal to 7'/2, and we

I I -1
P ‘:21 4ok .

P 2 Ip,2 p,1 Ip,k _Ip,k—l

(10)

Equation (10) is used for calculating the 6, values for
all semiperiods one by one. As a result, we obtain es-
timations for all time increments A#4, ..., Aty_;. The
described procedure used a single interferogram to
estimate all time increments. It is natural to check
whether interferograms corresponding to different
wavelength values will give close estimations for
increment values. If so, then this will approve the va-
lidity of the applied procedure. In Fig. 7, we present
typical time increments calculated from interfero-
grams corresponding to the wavelength values of
750, 830, and 910 nm. One can see that there is an
excellent agreement between the obtained results.

4. Application of the Algorithm for Simulated Data
Processing and Estimation of the Accuracy of Group
Delay and Group Delay Dispersion Calculation

In order to verify the proposed algorithm, we applied
it for processing simulated interferometric data. In
these experiments, we used simulated data that
are qualitatively similar to experimental interfero-
metric data. In order to simulate noisy intensity
values I;, we introduce relative errors §; to the model
intensity values I(¢;) calculated using Eq. (4):
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Fig. 7. Time increments caused by changing the motor position.
Black narrow curve, increments corresponding to the wavelengths
of 750nm; gray medium-width curve, 830 nm; light gray wide
curve, 910 nm.
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Ii:I(ti)(1+§i)a 1=1,....N, (11)
where N is the number of motor steps.

We assume that errors in intensity data §; are ran-
dom errors distributed by the normal law with mean
values equal to zero and standard deviations equal to
c. We refer to o as the level of errors in the intensity
values. For the sake of simplicity, we consider here
only the case when ¢ does not depend on the wave-
length 4;.

It is mentioned in Section 2 that the level of errors
in experimental data is estimated at 3%. Estimation
of standard deviation of time increments based on the
results of Subsection 3.C gives that it is of approxi-
mately 7% of the average time increment value. In
our experiments, we simulated intensity values with
the errorlevel 6 equal to 1%, 3%, and 5%, average time
increment equal to 0.2fs, and standard deviation of
time increment fluctuations equal to 0.014 fs.

Experimental data show that the interferograms
corresponding to higher wavelength values are wider
than those corresponding to shorter wavelengths
(see Fig. 3). Evidently a width of an interferogram
affects the accuracy of GD calculation, because for
wider interferograms, it is more difficult to find their
center positions. As a consequence, the accuracy of
GD calculations at the upper boundary of the spec-
trum is worse than the accuracy in the middle and
left boundary of the spectrum. A width of interfero-
gram is defined by the value Aw that is expressed
through A/ and 4 [see Egs. (2) and (3)]. To simulate
data similar to experimental data, we specified
the dependence AA(1) =A +B/(C-21) with values
A =1.128, B = 83.52, and C = 1226. Parameters A,
B, and C were determined for one of the samples
and are typical for most cases.

In the course of algorithm verification, we pro-
cessed simulated data with various types of disper-
sive mirror GD dependencies. Here we present
results of processing simulated data that correspond
to a 49-layer dispersive mirror with a high reflection
in the spectral range from 700 to 900 nm and analy-
tical GD and GDD dependencies shown in Fig. 8 by
dashed gray curves. The determined GD and GDD
dependencies in the case of 3% errors in intensity
values are shown in Fig. 8 by black curves. One
can observe a good agreement between the simulated
and determined GD and GDD dependencies. To pro-
vide numerical estimations of an accuracy of data
processing in the case of different errors in simulated
data, we consider standard deviations 6gp and ogpp
between simulated and calculated dependencies.
These standard deviations are defined by

M

_ 2
OGD — Z j _TS ’

Jj=1

(12)
M

6GDD = Z (GDD(4) — GDDg(4))?,
=1
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Fig. 8. Comparison of analytical GD and GDD wavelength
dependencies (dashed gray curves) and calculated GD and GDD
wavelength dependencies (black curves).

where 7g(4;) and GDDg(4;) are initial GD and GDD
data, and 7(4;) and GDD(/;) are calculated GD and
GDD dependencies. In Table 1, we compare ogp
and ogpp values in the cases of 1%, 3%, and 5% errors
in simulated data. These values of 6gp and ogpp are
typical for experiments with other simulated GD de-
pendencies as well. As mentioned earlier, our experi-
mental interferograms have an accuracy of 3%. Thus
based on the results of simulated data processing, we
can expect a relative accuracy of GD calculations of
approximately 0.3% and a relative accuracy of GDD
calculation of approximately 4%. We determined re-
lative accuracy of GD determination as a ratio ogp to
typical GD variation in the considered wavelength
range. For GDD, the relative accuracy is determined
as a ratio of ogpp to a maximum of |GDD)|.

5. Application of the Algorithm to Experimental
Data Processing

Here we present results of the application of the no-
vel algorithm for experimental data processing. We
consider a broadband dispersive mirror designed
and manufactured for the wavelength range from
550 to 1050nm for generating sub-5fsmd-level
pulses behind the hollow gas-filled fiber in a
kilohertz Ti:Sa laser system.

In Fig. 9, we present GDD obtained with the help
of the Fourier transform technique (dotted curve)
and GDD obtained by the described algorithm (solid
curve). First, one can see that the difference in-
creases toward the IR part of spectrum and reaches
values of 100fs?. Second, one can conclude that
the Fourier transform technique provides a GDD
wavelength dependence that is significantly over-

Table 1. Effect of Error Level in Simulated Data on the Accuracy
of Group Delay and Group Delay Dispersion Calculation

Error Level ¢ in Simulated Data (%) 1 3 5

Accuracy of GD Calculation, ogp (fs) 0.05 0.1 0.2
Accuracy of GDD Calculation, ogpp (fs2) 1.5 2 3

1000

500

GDD, fs®

AT

-500

-1000 . . . -
600 700 800 900 1000
Wavelength, nm

Fig. 9. GDD obtained from the experimental data by two differ-
ent methods: Fourier transform technique (dashed curve) and new
algorithm described in this paper (solid curve). Theoretical GDD
dependence of this mirror is shown by dotted curve for comparison.

smoothed. It happens because the Fourier transform
technique requires one to preprocess the data pro-
vided by the so-called binning procedure that
removes essential information from interferograms.

Our CCD camera provides measurement data at
1340 wavelength points. The binning procedure
takes measurement data at 15 adjacent points and
averages data over these points. Thus the binning
procedure reduces spectral data to approximately
100 wavelength points. As a result, the estimated
wavelength resolution of the Fourier transform
technique is approximately 5nm.

Without preprocessing by the binning procedure,
the Fourier transform technique is not able to per-
form data evaluation. This is equivalent to a poor
wavelength resolution of the Fourier transform tech-
nique as compared to the new algorithm. Our novel
algorithm provides a more detailed GDD wavelength
dependence, because during data processing, we take
into account all information from the WLIL. In Fig. 9,
we also present a theoretical GDD of this mirror
(dashed curve). It is clearly seen that novel approach
of WLI data processing provides results much closer
to the theoretical GDD wavelength dependence.
Extremal values of the GDD are very close, and some
shift of the obtained GDD dependence from the
theoretical one is clearly attributed to the presence
of systematic errors in layer thicknesses of the
deposited mirror.

The obtained GD and GDD wavelength dependen-
cies can be used for the postproduction characteriza-
tion of broadband dispersive mirrors [4]. Using these
dependencies along with spectrophotometric mea-
surements allows one to investigate reasons causing
deviations of measured GD and GDD dependencies
from the expected ones. This allows one to perform
corrections of the manufacturing process in order
to increase a quality of production.
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6. Conclusions

We presented a new technique for determining GD
and GDD of dispersive mirrors. The evaluation pro-
cedure consists of two main steps: measurement of
interferometric data and processing of these data.
Experimental data are provided by a WLI. Data
processing is performed using a new algorithm
described in this paper. The proposed algorithm ex-
plores all available experimental data and, due to
this fact, allows one to reliably determine GD and
GDD dependencies in the case of noisy experimental
data and nonuniform motor motion.

The accuracy of results is estimated in the paper
based on processing simulated data. It is shown that
the expected accuracy of GD and GDD evaluation is
approximately 0.3% and 4%, respectively. This accu-
racy is sufficient for most applications using femto-
second dispersive optics. Future experiments with
femtosecond enhancement cavities will require even
higher GDD accuracy (better than 1%). This level of
accuracy can be achieved by a further improvement
of the stepping motor and the detection system of our
measurement setup.
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